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Separation and recovery of some
platinum group metals (PGMs) by means
of selective photocatalytic reduction
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Synopsis
Selective photoreduction, using the
semiconductor TiOz
under UV irradiation,
has been investigated
as a possible recovery
and/or separation
methodfor the PGM's
rhodium, palladium and
platinum. The dfect qf
pH value and concentration qf the sacrljidal
redudng agent
(ethanol) on the rate qf
reducdon qfRh(Ill),
Pd(ll) and Pt(IV) ions
have been determined
separatelY for these ions
as well asfor some
mixtures. Conditions
favourable for the
reducdon and
adsorption (or predpitation) on TiOz have
been established. It has
beenfound that already
deposited Pt or Pd metal
promotes reduction qf
Rh(IlI) ions at a pH
value where it would
not otherwise be
reduced. A method for
the separation qf a
mixture comprising
Rh(IlI), Pd(II) and
Pt (IV), based on
photoreduction and
adsorption on the TiOz,
is proposed.
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Introduction

The semiconductor TiOzwas used as
photocatalyst. Although TiOzis only a DV
absorber it is not expensive, insoluble under
most conditions, photostable and not toxic.
Irradiation of TiOzresults in the production of
electrons in the conduction band and positive
holes in the valence band which can be
manipulated to accomplish redox reactions. In
the case of water purification, for example,
organic pollutants are oxidized in the presence of
oxygen to form water, carbon dioxide and
mineral acids3. The reduction of metal species
with high redox potentials, on the other hand,
can be accomplished in the presence of any
suitable oxidizable substance. The photodeposition of metals such as gold, silver, palladium,
platinum, iridium and rhodium on TiOz during
DV irradiation has been reported by several
authors4-7. The present paper deals with the
photocatalytic reduction of ions of three PGMs,
namely rhodium (Ill), palladium(II) and
platinum(IV). Due to the exploratory nature of
the work the systems investigated had to be kept
as simple as possible. The characteristic
photochemical behaviour of each element was
first determined individually to establish
conditions on which a separation procedure can
be based. However, when mixtures of the metal
ions were investigated, it was found that the
reduction behaviours were different from those
of the individual ions. For example, already
deposited platinum strongly promotes the
reduction of rhodium (Ill), a factor which
impedes selective reduction. The method
proposed for the recovery and separation of
platinum (IV), rhodium (Ill), and palladium(II) is
based on selective reduction but it also makes
use of adsorption of species by TiOzfrom the
solution at a suitable pH value. The method was
considered to be particularly suitable for
solutions of very low concentrations and to have
the advantage of being simple and efficient.

The economic importance of the platinum group
metals (PGMs) for South Africa is well known.
According to current estimates about 72 per cent
of the world's deposits (all PGMs) are found in
South Africa and the country produces approximately 60 per cent (286 tons per year) of the
world output of three of these metals, namely
platinum, palladium and rhodium1,z. The PGMs
are extracted from ores but, because of their
high value, are also recovered from industrial
residues of variable composition and quality.
The development of new technology for the
extraction, recovery and separation of these
metals is therefore of special interest.
Important criteria in designing separation
processes are, amongst other things, high
separation efficiency and minimum losses of
noble metals. Ecological considerations are often
crucial and can have a great effect on production
costs. Current separation processes are quite
complex and involve many steps, such as solvent
extraction, ion exchange, precipitation, crystallization and distillationz. The actual procedure
followed, depends in most cases on the
composition of the mixture. The solvents and
other chemicals required in the separation
techniques are quite often costly. Considerations
such as these have led us to investigate selective
photocatalytic reduction as a possible separation
and/or recovery method for the PGMs.
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Theoretical considerations
The difference between metals, semiconductors
and insulators is well known (Figure 1)8.
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into the conduction band thereby also
creating a positive hole in the valence
band as an additional carrier and the
material can now conduct electricity and is
called an intrinsic semiconductor.

Insulator

Semiconductor
semiconductors

and insulators

In metals the electrons completely fIll the
valence band and there is no energy gap
between the valence and conduction
bands. At absolute zero the conduction
band is empty. Above absolute zero,
electrons at the top of the highest occupied
levels can gain thermal energy and move
into the low-lying empty levels of the
conduction band.

TiO2

CB
hv
~

Bandgap(3.23
).

In insulators and semiconductors the
valence band is completely filled and an
energy gap exists between this band and
the next higher energy band. If the energy
gap is large, there is little chance for the
electron to be excited into the empty
conduction band and the material is an
insulator. If there is only a small energy
gap the electron is rather easily excited

Valence band

Valence band

Valence band

Figure 1-Band
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Anatase, one of the crystal structures of
titaniumdioxide (Ti02), is a common semiconductor photocatalyst. Anatase has an energy
band gap of 3.23 eV which corresponds to
wavelength 383 nm9. Therefore, when a
suspension of Ti02 is illuminated by light of a
wavelength equal to or shorter than 383 nm,
excitation of an electron from the valance band
to the conduction band will take place producing
a positive hole in the valance band and an
electron in the conduction band (Figure 2). The
electron and positive hole consequently migrate
to the surface of the Ti02 particle.
The electrons can then be donated to species
adsorbed on the TiOrsurface, for example to the
chloro-complexes of the PGMs thereby causing
reduction. The positive holes on the other hand
can accept electrons thereby causing oxidation
of, for example, organic pollutants in watef.lO.
By changing the energy of the photons
beyond what is needed to cause excitation across
the band gap and/or by changing conditions of
the solution in contact with the semiconductor
particles, selectivity could be accomplished.
In order to accomplish either an oxidation or
reduction the rate of recombination of the
electron-hole pairs has to be reduced to such an
extent as to allow utilization of both the electron
and positive hole.
>-

Electron

in CB

Positive

hole

in VB

To perform an oxidation by using the
positive holes, available in the valence
band, a sacrificial oxidizing agent (SOA) is
needed to take up the electrons in the
conduction band. Oxygen (02) is generally
used as SOA and leads to the formation of
oxygen radical anions, which through a
series of further reactions form hydroxyl

radicals10.
Ti02(e-)

CB = Conduction
band
VB = Valence
band
Figure 2-Excitation
than 3.23 eV
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of a photon with an energy greater

The hydroxyl radical, with a standard
reduction potential of + 2.85 eV, is a very strong
oxidizing agent and then assists in the oxidizing
processl1.
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A diagram of the reactor modePz chosen for our
laboratory investigation is shown in Figure 3.
The photoreactor consists of a blacklight
fluorescent lamp within a glass cylinder, with an
inlet and outlet. The reactor is sealed at the ends
with a-rings. The blacklight fluorescent lamp
emits light between 300 and 425 nm with a peak
at 350 nm which is below 383 nm and therefore
efficient for electron excitation. A peristaltic
pump circulates the solution or suspension of
500 ml from a reservoir through the photoreactor
under continuous illumination. The pumping
speed throughout the investigation was kept at
400 ml.min-1.
The suspension in the reservoir is continuously stirred by means of a magnetic stirrer
and during a run samples are periodically taken
from the reservoir for analysis.
Results and discussion
Effect of the concentration of the SRA
(Ethanolj on the reduction rate of Rhodium(lII)
To investigate the effect of ethanol on the
reduction rate of Rh (Ill) the pH value was kept
constant at 1.3 and the ethanol concentration
varied from 0 to 2.1705 mol.dm-3. The results in
Figure 4 show that the reduction rate of Rh (Ill)
increases as the concentration of the SRA
(ethanol) is increased.
Without ethanol no reduction of Rh(Ill) takes
place which demonstrates the necessity of a SRA
to provide indirectly the electrons required for
the reduction process. It is seen that the rate of
recombination of the electron-hole pair is slowed
down by increasing the concentration of the
SRA, thereby giving the excited electron a longer
lifetime which leads to a higher reduction rate of
Rh (Ill).
An ethanol concentration of 0.13 mol.dm-3
(curve no. 5) was chosen as standard for the
subsequent experiments.

The conditions for these experiments were the
same as before. Only the pH value was varied by
addition of sodium hydroxide while the concentration of the SRA was kept constant at
0.13 mol.dm-3.

Lamp

of the photoreactor
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Figure 3-Diagram

Design of the photoreactor

Individual Photocatalytic Reduction of Rh(III),
Pd(lI) and Pt(IV) and the Influence of pH Value

I
I
I
I
I
I
I
I
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Chem. 1988. vo!. 92,
p.5726.

The concentrations of the metal ions in
solution were determined by inductively coupled
plasma (ICP) emission spectroscopy using a
Varian Liberty 200 instrument.
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From these results it follows that separation
of Rh(III) might be obtained at two different
pH values, namely (i) pH =3.1, where Rh(III)
stays in solution resisting reduction, and (ii)
pH = 11.75, where Rh(III) is almost completely
reduced and precipitated or adsorbed onto TiOz
as a reduced species.
Palladium(lI)
If the results of the reduction of Pd(Il) shown in
Figure 6 are compared with those of Rh(III)
(Figure 5), it is seen that at a pH value of 3.1,
where Rh(III) remains in solution, Pd(II) is
entirely present in solution and upon illumination it is completely reduced to pd metal. As in
the case of Rh(III) , all Pd(II) is adsorbed onto
TiOzat a pH value of 11.8.
These results indicate that separation of
Rh(III) and Pd(II) may be accomplished at a pH
value of 3.1 by means of selective photocatalytic
reduction in that Rh(III) is kept in solution while
Pd(II) is reduced.
Platinum(lV)
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From the results pertaining to zero illumination
time (Figure 7) it is seen that Pt(IV) remains in
solution over the whole pH range since no
adsorption and/or precipitation occurs.
Separation of Pt(IV) from Pd(II) and Rh(III) may
therefore be obtained at a pH value of 11.8 by
means of selective adsorption onto TiOz' Pt(IV)
stays in solution while Rh(III) and Pd(Il) are
completely adsorbed onto TiOz'
Possible schemes

for separation

From the previous experiments it is evident that
separation of Pt (IV), Pd(Il) , and Rh(III) can be
attempted via two different routes. Both routes
make use of selective adsorption and selective
photocatalytic reduction and differ only in the
order in which the two processes should be
carried out.

Scheme 1

150

(min)

of photocatalytic reduction of Rh(III) with variation of pH
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According to this method Rh (Ill) is separated
from Pt(IV) and Pd(II) by means of selective
photocatalytic reduction at a pH value of 3.1
followed by separation of Pt (IV) and Pd(II) by
means of selective adsorption at a pH value of
11.9.
However. actual separation of Rh (Ill) from
Pt(IV) and Pd(II) by means of selective photocatalytic reduction at a pH value of 3.1 did not
succeed because Rh(IlI) did not resist reduction
as was inferred from previous experiments
(Figure 8).
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According to this method selective adsorption of
Pd(II) and Rh (Ill) at a pH value of 11.9 is carried
out as the first step, thereby separating these
ions from Pt(IV). Pd(II) and Rh(IlI) are then
separated at a pH value of 3.1 by means of
selective photocatalytic reduction. Application of
the principle shows that selective adsorption of
Pd(II) and Rh(IlI) at a pH value of 11.9 should
be successful as can be seen from the results of
an experiment where a 500 ml solution
containing 50 ppm of each of Pt (IV), Pd(II) and
Rh(IlI) was stirred for five hours in the presence
of 19 TiO2.Pt(IV) remains in solution while
Pd(II) and Rh(IlI) are completely precipitated
and/or adsorbed onto TiO2 (Figure 9).
The selective reduction of Pd(II) in the
presence of Rh (Ill) at a pH value of 3.1 also
proved to be successful (Figure 10). The pH
value was 3.3 when illumination was started and
decreased to 2.8 at the end of the experiment. It
has been shown in previous experiments that
the reduction of Rh (Ill) occurs at a pH value
lower than 3.1. The slight decrease in the
Rh(IlI)-concentration during the reduction of
Pd(II) can thus be attributed to a fall in pH below
the critical value of 3.1.
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60

The two experiments described previously,
Le., the selective adsorption of Pd(II) and Rh(III)
and the selective reduction of Pd(II) have been
carried out independently. Subsequently
selective adsorption and selective photocatalytic
reduction were combined in that a solution of
Pd(II) and Rh(III) was first stirred for two hours
in the presence of 19 TiOzat a pH value of 11.9
simulating the conditions for the selective
adsorption of Pd(II) and Rh(III) before the pH
value was lowered to 3.3 for the selective
reduction of Pd(II) by illumination in the
presence of 0.13 mol.dm-3 ethanol.
The Pd(II) and Rh(III) , however, did not
separate as expected. Reduction of Rh(III)
started almost as soon as all the Pd(II) was
deposited on the TiOz.Again there was a drop in
pH value from 3.3 to 2.7 (Figure 11).
This dramatic change in the reduction
pattern for Rh(III) , shown in Figure 11, can be
ascribed to the presence of other Rh(III)-species
formed at high pH values.
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In order to separate a mixture of Pd(II) and
Rh(III) successfully the reduction of Rh(III) must
be prevented. The pH value of the solution, as a
first step, was kept constant between 3.1 and
3.4. This had a dramatic effect in preventing the
total reduction of Rh(III) (Figure 12). It can be
seen that Rh(III) was reduced only after Pd(II)
had been almost fully deposited onto TiOz.
As a second measure, to prevent reduction of
Rh(III), the photocatalytic activity of the TiOzcan
be reduced by lowering the concentration of the
SRA (ethanol) and thereby reducing the
availability of the exicited electrons.
Such an experiment was carried out in which
the ethanol concentration was lowered from 0.13
to 0.087 mol.dm-3. This had the desired effect in
that the reduction of Rh(III) was prevented and
the separation of Pd(II) and Rh(III) was
successfully accomplished (Figure 13).

(min)

pH =11.9

~

At the outset, at low pH values, the Rh(III)
solution has a red-pink colour due to
complexes of the type [Rh(HzO)6-nClnp-n,
e.g. [Rh(HzO)4Clzr.
Raising the pH value to 11.9, in order to
perform selective adsorption, gives rise to
a yellow solution, indicating the formation
of a different complex ion, most likely the
[Rh(HzO)sOH]z+complex ion13.
When the pH value is lowered again, to
3.1, to carry out selective reduction, the
solution keeps its yellow colour. The fact
that the Rh(III) solution does not return to
its original colour shows the kinetic
stability of the complex formed at high pH
values.

1995
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50

Sucrose as SRA
Having demonstrated that Rh(III) and Pd(II) can
be separated satisfactorily with ethanol as SRA,
the use of another SRA was investigated, namely
sucrose (table sugar).
Sucrose can be expected to be a much
stronger SRA than ethanol because it has more
sites per molecule where oxidation can take
place. This expectation was confirmed by the
successful separation of Rh(III) and Pd(II) using
sugar as a SRA at a concentration of
0.0006 mol.dm-3 or 0.lg/500 ml (Figure 14).
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We have shown that Pt(IV) can be separated
from Pd(II) and Rh(III) by means of selective
adsorption of the latter onto TiO2at a pH value
of 11.9. Subsequent separation of Pd(II) and
Rh(III) by means of selective photocatalytic
reduction at a pH value of 3.1 can then be
accomplished.
Both ethanol and sugar are suitable as
sacrificial reducing agents, but various other
compounds can be considered depending on the
requirements of the system.
Although the blacklight fluorescent lamp
proved to be a sufficient energy source,
especially for a laboratory investigation, sunlight
can be utilized in the recovery of the PGMs;
separation of the PGMs by using sunlight
warrants further investigation. For the system
investigated, the process of photocatalytic
reduction can be easily manipulated by either
changing the pH value or the concentration of
the SRA.
By using the photocatalytic reduction process
described in the paper it is possible to recover
very low concentrationsof the metals, especially
of Rh, which is the most valuable cbmponent.
Only one stage has been used in the procedure
as described. If implemented on an industrial
scale more than one stage may be required. For
example, if as a result of a rather high Rh:Pd
ratio the reduced Pd would contain a small
amount of Rh, the metals can be brought into
solution again and separated by a second
reduction.
The results obtained for the chosen model
system, comprising Rh(III), Pd(II), and Pt (IV),
illustrates the potential of photoreduction as a
recovery and/or separation

method for PGMs.
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