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Synopsis
Spent coffee grounds were transformed into biochar using a hydrothermal method. Some of the biochar 
product was pre-treated through surfactant impregnation with sodium dodecyl sulphate (SDS) to 
enhance its adsorption capacity. The non-treated(NT) and pre-treated(PT) biochars were characterized 
using FTIR spectroscopy and SEM-EDS analyses, which revealed that the products had the potential for 
adsorption of heavy metals from solution and confirmed the successful impregnation of biochar with 
SDS surfactant. The two adsorbents were then used for the removal of cadmium from solution and the 
adsorption behavior and capacity determined through adsorption isotherm, kinetic, and thermodynamic 
studies. It was found that the cadmium was adsorbed in several concentric layers on the surface of the 
adsorbents through a chemisorption mechanism. The PT biochar was identified as a superior adsorbent, 
with a capacity of qe = 10.67 mg/g compared to the NT biochar with qe = 4.82 mg/g. The adsorption 
of cadmium onto the PT biochar was further determined to be spontaneous and endothermic. It was 
therefore concluded that the PT biochar shows potential as an adsorbent and could be considered for 
implementation in the treatment of metal-polluted effluents.
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Introduction
Coal mining operations are notorious for producing large amounts of waste tailings, which are disposed 
of in the form of a slurry on tailings dams. This inadvertently contributes towards environmental 
problems (Jin, Mansour, and Thomas, 2017). Heavy metals are one of the most common pollutants 
that originate from solid mine waste disposal facilities, and these can leach into groundwater supplies, 
contaminating them and rendering the water unsuited for human consumption (Salomons, 1995). 
Cadmium occurs in conjunction with metalliferous ores and can cause severe damage to agricultural 
soils and drinking water supplies in the vicinity of mining sites (Dudka et al., 1995). It has a tendency 
to migrate into the surrounding vegetation, which in turn can cause harm to humans and animals when 
consumed (Marquez et al., 2018).

Precipitation and coagulation methods are widely used to remove heavy metals from aqueous 
solutions. The drawback of these processes is that they generates large amounts of low-density aerated 
sludge, which give rise to dewatering and disposal problems (Fu and Wang, 2011). Membrane filtration 
is another very effective method for removing heavy metals from wastewater. A huge disadvantage of 
this technology is the high costs involved. That said, the method is still widely considered due to it is 
simplicity and flexibility in plant design and operation (Fu and Wang, 2011). Other methods for the 
removal of heavy metals from solutions include ion exchange, electrodeposition, reverse osmosis, and 
electroplating (Redwscu and Nicolae, 2012). The implementation of all these processes is hindered by 
the high capital and/or operational costs involved.

Adsorption is an effective and economical way to remove heavy metals from wastewater. Due to 
adsorption being reversible in some cases, it is possible to regenerate the adsorbent by stripping of the 
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adsorbed species and re-using it (Fu and Wang, 2011).  Activated 
carbon (AC) is a widely used adsorbent for the removal of heavy 
metals from solution in the wastewater treatment sector (Jusoh 
et al., 2007; Kang et al., 2008). The main concern with activated 
carbon is that it remains an expensive material, with prices still 
on the increase.

An alternative adsorption method makes use of biochar for 
the removal of heavy metals from wastewater. The benefits of 
using biochar include its low production costs, availability of a 
wide range of feedstocks, diversity of the biochar with each type 
of feedstock, and mechanical and thermal stability (Mohan et 
al., 2015). Biochar can be produced using organic materials as a 
feedstock. One of these materials is spent coffee grounds. Over 
120 million bags of coffee are produced worldwide each year , 
which correspond to 7 Mt of coffee waste (Zuorro and Lavecchia, 
2012). These spent coffee grounds have no commercial value and 
are usually sent to compost facilities for disposal (Zuorro and 
Lavecchia, 2012). This makes spent coffee grounds an abundant 
feedstock available for the production of biochar. To improve 
the adsorption capabilities of the char, sodium dodecyl sulphate 
(SDS) is impregnated on the surface of the char by means of a 
physico-chemical pretreatment process. The addition of SDS will 
increase the amount of potential bonds on the char’s surface, 
which may lead to an improvement of its sorption capacity 
(Fosso-Kankeu et al., 2017a).

Experimental

Biochar production
A slurry of spent coffee grounds was prepared for a 3 vol% 
biomass loading. The slurry was mixed with reverse osmosis 
(RO) water to produce 60 L of solution. RO water is used instead 
of tap water to prevent damage to the stainless steel inside the 
reactor due to the high chlorine content of normal tap water. The 
slurry was then soaked overnight.

The hydrothermal liquefaction (HTL) reactor tanks  were 
filled with 60 L of slurry, sealed, and pressurized with nitrogen 
gas (baseline 5.0 bar) to 90 bar, and the reactor temperature 
was increased to 305°C. As soon as the reactor reached target 
temperature the flow of slurry from the tanks to the reactor 
was set to 120 L/h. This gave the slurry a residence time of 10 
minutes inside the 20 L reactor vessel. 

After all the slurry had flowed through the reactor it was 
switched off and left to cool overnight. The tanks were then 
depressurized and the product was sampled.

The HTL plant product is a mixture of an aqueous oil phase 
and biochar solid phase. The biocrude was separated from the 
aqueous phase by pressure filtration. The filtered biocrude was 
then dissolved in acetone to separate it from the biochar.  This 
was done by reacting the biocrude in a 1 L Erlenmeyer flask with 
1 L acetone for 48 hours on a magnetic stirrer.  This process was 
repeated to ensure maximum removal of oil from the char, which 
increased the porosity of the biochar. The product biochar was 
finally separated from the acetone solution in a Büchner filter and 
dried for 12 hours at 105°C. The dried biochar was crushed to a 
particle size less than 250 μm using a ceramic mill.

Biochar pre-treatment
The biochar was impregnated with sodium dodecyl sulphate 
(SDS) by adding 10 g of biochar to 1 L SDS solution (10 g/L); 
the mixture was incubated and stirred at 120 r/min for 24 hours 
at 60°C. The solution was then filtered by Büchner filtration. 

The biochar was then dried at 65°C for 12 hours, and the dried 
biochar was crushed to finer particles  using a ceramic bowl. 

Characterization of the biochar
Both biochars were characterized by Fourier transform infrared 
spectroscopy (FTIR) using an IRAffinity-1S instrument from 
Shimadzu. The spectrometer had a spectral range from 4000 to 
400 cm-1. This process was used to identify the functional groups 
of the biochars. The surface morphology of each adsorbent 
was determined using scanning electron microscopy (SEM) 
photography (TESCAN, VEGA SEM) under a 20 kV electron 
acceleration voltage coupled with energy-dispersive X-ray 
spectroscopy (EDS) for elemental analysis (Fosso-Kankeu et al., 
2015).

Adsorption experiments
All the adsorption experiments were carried out in a batch 
system. The biochar dosage was fixed at 0.2 g per 50 mL 
solution. The adsorption capabilities of treated and untreated 
biochar were tested, thus two sets of adsorbents were tested 
for each experiment. The variables tested included the 
sorption contact time, initial cadmium concentration, and 
water temperature. Finally, coal tailings leachates were used to 
determine the real-time adsorption behaviour of the biochar.

Effect of contact time
A 250 mL flask containing 0.2 g adsorbent and 50 ppm cadmium 
in 50 mL of aqueous solution was incubated at 25°C. The flask 
was continuously stirred by shaking it at a speed of 120 r/min for 
15, 30, 45, 60, 120, 180, and 240 minutes to assess the effect of 
time on the adsorption of cadmium onto the different biochars.

Effect of initial cadmium concentration
The second set of experiments was carried out to determine the 
adsorption capability of the biochars at different initial cadmium 
concentrations. The same set-up was repeated, only this time 
using a one-hour residence time for the chars in the solution 
while varying the initial cadmium concentration from 10 ppm to 
70 ppm at 10 ppm intervals.

Effect of temperature
The process was again repeated with a residence time of one hour 
and initial cadmium concentration of 50 ppm. The temperature of 
the solution was increased to 35°C, 45°C, and 55°C.

Adsorption of cadmium from the coal tailings leachate
The last set of adsorption experiments was carried out to 
determine the biochar adsorption capability when exposed to 
a multi-metal solution. The total metal concentration of a coal 
tailings leachate was adjusted to 100, 200, and 250 ppm and 
spiked with cadmium (30 ppm). These solutions were exposed 
to 0.2 g of the various biochars and the adsorption process was 
carried out as described in the first set of adsorption experiments 
while keeping the contact time at 1 hour.

After the adsorption process, an aliquot of 20 mL solution 
was then placed in 50 mL centrifuge tubes. The tubes were 
centrifuged at 4000 r/min for 10 minutes, after which the biochar 
was separated from the solution. The supernatant solution was 
then poured into a new tube for analysis by inductively coupled 
plasma – optical emission spectrometry (ICP-OES) (ICP Expert II, 
Agilent Technologies 720 to determine the concentration of the 
residual cadmium in solution.
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Results and discussion

Characterization of adsorbents

FTIR spectra
The spectra of the treated and untreated biochars (Figure 1) 
show almost the same pattern of peaks. Significant peaks were 
observed in the range 2100–2200 cm-1, which can be ascribed to 
the presence of adsorbent group C ≡ C deriving from the alkyne 
functional group. The peak at 2650 cm-1 suggests the formation 
of formic acid dominated by the carboxylic group, which plays an 
important role in the binding of metals. Important binding groups 
such as C-H stretch and C=O can relate and play significant roles 
during the adsorption process (Kantcheva, 2003).

SEM-EDS
SEM-EDS analysis was done to determine if the treatment with 
SDS was successful by comparing the surface areas available for 
adsorption on the two biochars. The results of these analyses are 
shown in Figures 2 and 3 and Tables I and II.

A comparison of the elemental weight percentages between 
the NT biochar and PT biochar, as indicated in Tables I and II, 
shows an increase in sodium from 0%wt to 0.3%wt and for sulphur 
from 0.12%wt to 1.44%wt. This indicated that the impregnation 
with SDS was a success, leaving the PT biochar with a coarser 
outer surface compared to the NT biochar. This change in surface 

structure can be attributed mainly to sulphur loading onto the 
biochar.

Adsorption effectiveness
Figure 4 shows the SEM-EDS spectra of the NT and PT biochars 
after exposure to cadmium in solution. When these spectra are 
compared with those for the pure biochars in Figures 2 and 3 
respectively, the presence of cadmium in the spectra is clear. This 
confirms the ability of both biochars to adsorb cadmium from an 
aqueous solution. 

Figure 1—FTIR spectra of untreated and treated biochar

Figure 3—SEM-EDS of PT biochar

Figure 2—SEM-EDS of NT biochar
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Isotherm and kinetic models
The Langmuir and Freundlich isotherms were used to determine 
the adsorption mechanisms of the two biochars. This was done 
by determining the equilibrium concentration of cadmium after 
one hour of adsorption, starting at various initial cadmium 
concentrations, and plotting either Ce/qe vs Ce or log qe vs log Ce, 
for the two different isotherms respectively. 

Figure 5 shows the Langmuir plots for (a) the NT biochar 
and (b) the PT biochar. From the strong linear relationship of 
both graphs, the slope and intercept were used to determine the 
Langmuir constants qm and b. These are reported in Table III.

To validate the Freundlich isotherm model, Figures 6a and 
6b were constructed by plotting log(qe) as a function of log (Ce); 
the Freundlich isotherm parameters n and kf were determined 
from the slope and intercept of the plots respectively. The values 
obtained are reported in Table III.

From Table III, it can be observed that the coefficient of 
determination (R2) in both instances is close to unity, therefore 
the Langmuir and the Freundlich isotherm models fit the 
cadmium adsorption equilibrium data for both the treated and 
untreated biochars. This implies that cadmium attaches to the 
binding groups on the surface of the chars as well as inside the 
pores (homogeneous and heterogeneous surfaces) (Yao et al., 
2014; Fosso-Kankeu, 2016).

Kinetic rate experiments were conducted to validate the 
pseudo-first and pseudo-second-order kinetics. The adsorption 
data over time was considered and the kinetic parameters for 
a pseudo-first-order kinetic model and a pseudo-second-order 
kinetic model were determined by plotting ln(qe – qt) vs t and t/q 
vs t (Figures 7a and b), respectively. The kinetic parameters are 
reported in Table IV.

The ability of the model to predict the adsorption behaviour 
of the biochar can be determined by considering the coefficient 
of determination (R2). From Table IV, it is clear that the 
pseudo-second-order model fits the kinetics of both biochar 
samples, while the pseudo-first-order model is not suitable for 
the prediction of the reaction kinetics. This implies that the 
adsorption of cadmium on both adsorbents took place through a 
chemisorption mechanism.

Figure 5—Validation of the Langmuir isotherm model for adsorption of Cd onto (a) NT biochar and (b) PT biochar

   Table III

   Langmuir and Freundlich constants
   Adsorbent  Langmuir isotherm   Freundlich isotherm 
 qm (mg/g) b R2 n kf R2

   NT biochar 2.29 -0.062 0.9982 -0.75 457.9 0.9985
   PT biochar 9.3197 -1.0893 0.9998 -6.4 14.6 0.9972

   Table I 

   EDS results NT biochar
   Element Weight % Atomic %

   C 82.67 86.61
   O  16.80 13.21
   Si 0.06 0.03
   S  0.12 0.05
   Cl  0.2 0.07
   Fe K 0.14 0.03

   Table II 

   EDS results of PT biochar
   Element Weight % Atomic %

   C  82.91 87.31
   O  14.97 11.83
   Na  0.30 0.17
   Al  0.08 0.04
   Si  0.09 0.04
   S K 1.44 0.57
   Fe K 0.21 0.05

Figure 4—SEM-EDS of (a) NT biochar and (b) PT biochar post cadmium exposure
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The pseudo-second-order adsorption capacities clearly show 
that the PT biochar had a higher adsorption capacity, more than 
double the adsorption capacity of the NT biochar. This shows that 
the impregnation with SDS was successful, with qe = 10.67 mg/g 
compared to the NT biochar with qe = 4.82 mg/g. These results 
are similar to previous studies reported (Fosso-Kankeu et al., 
2017a).

Thermodynamic study
To evaluate the thermodynamic properties of the biochar, batch 
adsorption experiments were conducted at three different 
temperatures (35°C, 45°C, and 55°C).

To calculate the enthalpy change, entropy change, and Gibbs 
free energy the van’t Hoff equation was used:

 

To determine the thermodynamic properties of the biochar, 
Figure 9 was constructed by plotting ln (qe/Ce) vs 1/T.

The positive values of the Gibbs free energy of the NT 
biochar indicate that the adsorption of cadmium on the char 
was not spontaneous in nature, which is in contrast with the PT 
biochar where it is clearly spontaneous. In a similar way, it can 
be showned that in both cases the adsorption of cadmium was 
endothermic in nature due to the large positive enthalpy values, 
confirming that the adsorption of cadmium on NT biochar and PT 
biochar occurred through a chemisorption mechanism (Fosso-
Kankeu et al., 2017b ). The positive entropy values obtained for 
the PT biochar suggest randomness in the solid/liquid interface 
where there are a few structural changes in the adsorbent and 
adsorbate for the adsorption of Cd.

Application of biochar for the treatment of coal tailings 
leachate
Samples of 100, 200, and 250 ppm dissolved metals in coal 
leachate were spiked with 30 ppm cadmium then exposed to  
the different biochars for adsorption. The results are shown in  
Figure 10.

As seen from Figure 10, at a 100 ppm metal concentration the 
adsorbent showed the highest affinity for cadmium adsorption 
from the solution. With increasing total metal concentration the 
adsorbents’ ability to adsorb cadmium decreased significantly 
due to competition for binding sites on the adsorbents by other 
metals present in solution . This trend was shown by both the 
NT and the PT biochar. It is, however, clear that the PT biochar 
outperformed the NT biochar for each metallic feed concentration, 

Figure 6—Validation of the Freundlich isotherm model for adsorption of Cd onto (a) NT biochar and (b) PT biochar

Figure 7—Validation of the pseudo-first-order isotherm model for adsorption of Cd onto (a) NT biochar and (b) PT biochar

   Table IV

   Pseudo-first and second-order constants
   Adsorbent      Pseudo-first-order kinetics      Pseudo-second-order kinetics 
 qe (mg/g) K1 R2 qe (mg/g) K2 R2

   NT biochar 0.8716 -0.0032 0.8275 4.8239 -0.0277 0.9953
   PT biochar 9.449 0.00005 0.039 10.6724 -0.0803 0.9995

Figure 8—Validation of the pseudo-second-order isotherm model for ad-
sorption of Cd onto (A) NT biochar and (B) PT biochar with SDS
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validating the use of SDS impregnation in the removal of 
cadmium from aqueous mine tailings solutions.

Conclusion
Spent coffee grounds were successfully converted into biochar 
using hydrothermal methods. It was proven by SEM-EDS 
that SDS surfactant impregnation of the biochar is possible, 
creating suitable binding groups that can be identified with FTIR 
analysis. The isothermal study revealed that the adsorption 
process occurred through a combination of homogeneous and 
heterogeneous mechanisms, while the kinetic study confirms  
the suitability of the pseudo-second-order model for the 
prediction of the adsorption capacity, allowing the PT biochar  
to be recognized as the best adsorbent, with a capacity of qe = 
10.67 mg/g compared to the NT biochar with a capacity of qe = 
4.82 mg/g. The thermodynamic study showed that the adsorption 
of cadmium on the PT biochar was a spontaneous process which 
took place through a chemisorption mechanism. Application 
of the biochars to coal tailings leachate was more successful 
at lower total metal feed concentrations, with the PT biochar 
outperforming the NT biochar. Spent coffee grounds, which is 
seen as a waste product in most societies, could therefore be 
beneficiated to form biochar and applied for effective treatment of 
mine wastewater contaminated with cadmium. 
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Figure 10—Effect of whole solution concentration on the adsorption of Cd 
with (R) NT biochar, and (S) PT biochar with SDS
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   NT biochar 0.1071 308 4075.79 25.3 11879
 0.1406 318 3822.43
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Figure 9—Thermodynamic analysis of the adsorption of Cd with (X) NT 
biochar, and (Y) PT biochar with SDS

July Journal.indb   612 2019/07/31   2:34 PM




